
TEST FACILITY  _____    CLIENT   ____ 
 
The MicroStar Lab, Ltd.     Smooth-On, Inc. 
130 Erick Street      5600 Lower Macungie Rd. 
Crystal Lake, IL 60014     Macungie, PA 18062    
(815) 526-0954 
 
 
 
 
 
 
 
SAMPLE ID: The client identified the following test material as “Dragon Skin 10 AF Anti 

Fungal”. 
 
TEST INTIATED: November 3, 2016 
 
TEST COMPLETED: December 1, 2016 
 
PROTOCOL:  ASTM G21 Fungal Resistance Test 
 
TEST REQUESTED: To evaluate the mold resistance properties of test samples as seen in the ASTM 

G21 fungal resistance test. 
 
TEST RESULTS: There was no evidence of mold growth as seen in the ASTM G21 fungal 

resistance test performed on the test materials. 
 
PERFORMED BY: Rebecca Landrum, Senior Staff Scientist 
 
APPROVED BY: Debbie Koester, Quality Manager 
 
 
Prepared For:  
 
Rodney C. Conn 
EHS Director 
Smooth-On, Inc.     

Lab Report #: R2016-763 Date: December 7, 2016 


